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ELIM MEDICAL TECHNOLOGY (SUZHOU) CO.,LTD. 
PEISHE, JIGENG ROAD BEILIAN, TONGLI TOWN, WUJIANG DISTRICT, SUZHOU CITY, CHINA 
 
The following sample(s) was/were submitted and identified on behalf of the client as: 
     
Sample Description : Pattern disposable curtain: 100% polypropylene in printing 
Manufacturer : ELIM MEDICAL TECHNOLOGY (SUZHOU) CO.,LTD. 
   
Proposed Care Instruction : - 
   
Test Performed  : Selected test(s) as requested by applicant 
  *  *  *  *  *   
Sample Receiving Date : May 09, 2018 
Testing Period : May 09, 2018 -  May 17, 2018 
Test Result(s) : Unless otherwise  stated the results shown in this test report refer only to the 

sample(s) tested. For further details, please refer to the following page(s). 
 
Conclusion  
Antimicrobial activity test * 
 
Remarks:   *=No Specified Requirement 
 
 
 
 
 
Signed for and on behalf of 
SGS-CSTC Standards Technical Services (Shanghai) Co. Ltd 

 
________________________ 
Hattie Chen 
Account Executive 
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Test Result 
 
Antimicrobial activity test 
 
TEST(S) REQUESTED:   
Selected test(s) as requested by applicant: 
Antimicrobial activity test  
 
TEST METHOD(S):  
AATCC 100-2012 Antibacterial Finishes on Textile Material: Assessment of 
 
TEST ORGANISMS: 
Escherichia coli ATCC 8739, Staphylococcus aureus ATCC 6538, Candida Albicans ATCC 10231 
 
TEST RESULT(S):  

The number of bacteria recovered from 
Test organisms 

Concentration  
of bacteria 
(cfu/mL) 

/ 
at “0H” contact time 

(cfu/sample) 
at “24H” contact time 

(cfu/ sample) 
%Reduction 

Sample <100 < 100 
Escherichia coli 

ATCC 8739 
1.4х10

5
 Control 

sample 
1.4х10

5
 7.6х10

6
 

>99.9 % 

Sample <100 < 100 Staphylococcus 
aureus 

 ATCC 6538 
1.9х10

5
 Control 

sample 
1.9х10

5
 1.4х10

6
 

>99.9 % 

Sample 7.4х10
3
 <100 

Candida Albicans  
ATCC 10231 

1.2х10
5
 Control 

sample 
1.2х10

5
 1.6х10

6
 

>99.9 % 

 
Remark: Test sample is 8 swatches of 4.8 cm diameter circular ,1 mL inoculum per trial. 
The sample has been sterilized in the autoclave before the testing. 
The control sample is 100% cotton, provided by SGS laboratory. 
 
 

Sample Photo 

 
 

*** End of Report *** 
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